POCCHHCKHIA MOPCKOM PETHCTP CY/0XOACTBA 7.1.33
RUSSIAN MARITIME REGISTER OF SHIPPING

CBUAETEJILCTBO
OB OJJOBPEHMU TEXHOJIOTUYECKOI'O ITPOLIECCA CBAPKU
WELDING PROCEDURE APPROVAL TEST CERTIFICATE

Cnenmpuramus npouecca ceapku per. N g0 00
WPS Reference Ne i

Crienmuurams UCIBITAHANR CBAPHOTO COEMHEHHS per. Ne
Details of weld test (WPQR form) Ref. Ne I1A-04-1

IIpoToKon pe3yIbTaTOB UCHBITAHHH per. Ne
Test Results (WPQR form) Ref. Ne

Hsrorosurens: ’

00 "
oma O "Texnonozuueckue KoHcmpyKuuu mpybonposodos
Anpec:

Address:  Poccus, 399059, /luneuxas o6n., 2. I'pasu, yn. [azapuna, 1a
Hopwmer u npaBuna/Cranpgapt:
Code/Testing standard: Ilpasuna PC
Hdara cBapku:
Date of welding: LI
O6nacte onobpenus
Range of approval
Cnogoﬁ CBADKH: 3, Hpogeoc CBAPKH: g4
Welding process: Welding Type:
Tgn COCTWMHERHS: By, o¢ (nh) mr
Joint type:
OcHOBHOW MaTepHal (KJIacc u KaTeropus):
Parent metal Group and Grade: 8/12X18H10%
TomuuHA OCHOBHOTO MaTepuana (Mm):
5 P i om 3 do 16

Parent metal thickness (mm):

Hapyxseni quameTrp 1py6 (MM):

Pipe outside diameter (mm): om 500 u s

Tgm NPHCA/IOYHOTO Me.Tannafoﬁoaﬂa'{eHHe: wm/S (OK Autrod308LSi)
Filler metal type/designation:

3amuTHBL ras/dguroc:

Shielding gas/flux: I-1(100%Ar)

Tumn cBapouHoro Toka:

Type of welding current: bc(+)

ITonoxeHne cBapku:

Welding position: PF

IIpcnaBapaTeNbHbIH HOIONPEB:
Preheat:

TepmooOpaboTka MOCHe CBADKH H/HIH CTApEHHE:
Post weld heat treatment and/otageing: =

HononuurensHas HHQOPMANHS:  ceapounas nposonoxa mapxu OK Autrod308LSi, ouamempom 1,2 mm;
Other information: npouseodumens ESAB

16.02916.120




Hacrosmum YAaocrosepsieTcsl, 4TO CBAPHBIC COC/ITHHEHHS IOATOTOBJICHBI, BBIIIOJIHEHBI U HUCIIBITAHBI B COOTBET-

CTBHH C TpeOoBaHUsAMH yka3aHHbIX Hopm u npasuin/Cranmapra u pe3yibTATH HCIBITAHWA YIOBJIETBOPHTEIBHEIE.
This is to certify that test welds were prepared, welded and tested satisfactorily in accordance with the requirements of the
Code/Testing Standard indicated above.

Hacrosmmee cBHIETENBCTBO MOJIEKHT [OATBEPKICHHIO B CPOK 10 21.11.2018 H janee
OIH pa3 B 2 roma

This Certificate is subject to confirmation until 21.11.2018 and then in every_2__ vears.

N 16.02916.120 Jlata 19.12.2016

M.IL. Poceniicknii MOpCKoil perucTp cy1oxoacTsa o/ 7 o

Ls. Russian Maritime Register of Shipping ( -s;ﬁ ek /

Otmerkn o noaTeep:kaennn CeiaeTe/1bCTBA
Entries on confirmation of Certificate

Ha ocHOBaHWH pe3yinbTaTOB HCHBITAHWH M OCBHJETEIILCTBOBAHWS JEHCTBHE HACTOSILErO0 CBHIETEIHLCTBA
IpOJIAeTCs:
Based on the results of the tests and survey the validity of this Certificate is confirmed:

M.IL. [0
Lg. et Poccuiickuii Mopckoit Peructp cymoxoacrsa
Russian Maritime Register of Shipping ( 110 [UIHCE )
signature
M.IL 0
Ls.: - umtil Poccuiickuii MOpCKOH perucTp CyI0XOACTBA
Russian Maritime Register of Shipping ( r;om[:lca )
signature
M.IL. [0
Ls. |umtil Poccuiickuii MOPCKOH pErucTp CyI0XOICTBA
Russian Maritime Register of Shipping ( rgo,ﬂl'l'lﬂtb )
signature
MIL 10
ls.  until Poccuiickuii MOPCKOH PErucTp Cy/10X0/ICTBa
Russian Maritime Register of Shipping ( qm;é )
81
M.IL IO
La. & nnil Poccuiickuii MOPCKO# perucTp CcyA0XonCTBa
Russian Maritime Register of Shipping ( snf—mné )
1

2 PC 7.1.33




